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SK lubricants americas 

11700 Katy Freeway, Suite 900 
Mailbox #120 

Houston TX 77079 
7 13-341-5828 

FINAL CERTIFICATE OF ANALYSIS 

Customer PO No.: PRODUCT: YU BASE 4 plus 

Customer Material No.: SHORE TANK ID: ITC 80-4 

Vehicle ID: Vessel Name: BOW HERCULES 

Date of Shipment: Manufacturer Name: SK Lubricants Ltd. 

Manufacture Date: 1/26/2019 

API/Conversion Factor: 39.8/6.878 Source Tank ID: T-1301A 

SGS File No.: 4437671 Supplier Name: SK Lubricants Americas Inc. 
SGS Tested On Date: 3/9/19 Supplier Address: 11700 Katy Freeway, Suite 900 
SGS Tank Closed Date: 3/9/19 Houston TX 77079 

LIMS No. DP19-02152.003 

Measurement METHOD SPECIFICATIONS RESULTS 

Minimum Maximum 

Appearance VISUAL Bright & Clear Bright & Clear 

Specific Gravity @ 15/4 •c ASTM D1298 Report 0.8256 

KV@40 °C, cSt ASTM D445 Report 18.38 

KV@ 100 ·c, est ASTM D445 4 .0 4.3 4.176 

Viscosity Index ASTM D2270 130 134 

ccs Vise cP @ -30 •c ASTM D5293 1300 1129 

API ASTM D1298 Report 39.8 

Water Content, Karl Fischer. ppm (m/m) ASTM D6304 (Proc. A) Report 37 
-

Noack Volatility wt% ASTM D5800B 14.0 13.3 

Flash Point °C ASTM D92 200 226 

Pour Point •c ASTM D97 -15 -18 

ColorASTM ASTM D1500 L 0.5 L0.5 

Sulfur, ppm ASTM D2622 Report 1.0 

CCS@-35C cP AST M D5293 Report 1960 
- -

Grace Chung 
Operations Analyst 
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